EMBOSSING

CAUSES

1. Excessive packing.

2. Excessive impression.
3. Excessive ink tack.

4. Swelling caused by ink.

5. Ink build-up on back cylinder.
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REMEDIES

1. Assure that packing is correct.
2. Decrease impression.

3. Lower ink tack.

4. Change ink.

5. Clean dried ink on back cylinder.

UNIGRAPH

INTERNATIONAL !

www.unigraphinternational.com B service@unigraphinternational.com

23B-09



